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Foshan Ceramics Research Institute Testing Co., Ltd.
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Name of Sample Emp;@gf Samp!é
E £ B H
Applicant Received Date | 2024/04/11
w oW A # ®" 4% H M
Test Period 2024/04/11-2024/04/19 Regakied. Date 2024/04/19
®w W m H :
Testing Category As per the following
B oW O
Test Standard GB/T 4100-2015(Annex M)
xE A & B ! : . L
Client Information Add:4th Floor,No.89 Jinyao Rd,Yinzhou,Ningbo.
' B W %5 R (Results of Inspection)
Sample number Test Item Results
Dry 0.78
Processed ceramic tiles
Wet 0.72
Static coefficient of friction
Dry 0.42
Untreated ceramic tiles
Wet 0.36
Notes: ##%: 300g/H, AF=H#: 2024-03-24, #E: M202403-06
% The following blank.
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a‘ﬁﬁﬂﬁﬁéﬁﬁ FEa DR B E M L5 RS 15 K. The results in this report apply to the samples only.
,ﬁﬁ HH, MERSHENTER. The Report is valid with the inspection organization stamp.
AT FRU, HFTWILERZ AR 15 RARZEAT Y. Telling us in 15 days since you receive the
pprt when y u have any question with the test report.
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